TEMPERATURE-VOLUME CORRECTIONS FOR ASPHALTIC MATERIALS

(METRIC UNITS)
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* Use column A factors for asphalts with a spacific gravity betwean 08465 and 0.9653 at 15°C
LUsa column B factors for asphaits with a spectfic gravity above 09654 at 157 C




